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Abstract—This paper addresses the problem of mode-mixity for dynamic crack initiation exper-
iments We develop further our previously introduced approach based on the dynamic path inde-
pendent H-integral and its experimental implementation on the Compact Compression Specimen
(CC8) (Bui er of , 1992, Int J Sefids Structures, 2923}, 2881-2895) Specifically, a procedure for
mixed-mode separation into symmetric and enti-symmetric components of the H-integral is pre-
sented and verified numerically Each component is shown to verify path-independence The cor-
responding stress intensity factors are calcufated and it is noted that, repardless of the crack length,
mode 1 is the predominant crack opening mode past a short period of quantified mode-mixity The
procedure for mode-separation is applied to two experiments carried out on steel and PMMA (one
specimen of each material). In these experiments, it is shown that crack initiation oceurred effectively
under dominant mode 1. Consequently, the complete evolution of the mode 1 and I stress intensity
factors can easily be determined in experimental testing of CCS Correspondingly, provided we
have accurate determination of the time to fracture, the crack initiation mode can be characterized

I INTRODUCTION

Mixed-mode crack initiation and propagation occurs frequently in dynamic fracture exper-
iments even when it is not planned initially. This is related to wave propapation effects and
to the symmetry of the specimen and applied loads. By contrast, the crack opening mode
is much better controlled in static fracture experiments (generation of pure mode I or I}
The extent of a likely mixed-mode must thus be assessed by quantifying each transient
stress intensity factor as a necessary step toward improved experimental procedures.

Mode-mixity has been studied analytically by Lee and Freund (1990) for an infinite
plate with an edge crack. Although the transient loading was chosen such as to generate
essentially mode II, this study shows the development of a significant mode T component.
The Coherent Gradient Sensor method (Tippur er al., 1991) was applied by Mason et al.
(1992) to study the above-mentioned problem and good agreement was found between
experimental and theoretical results. An experimental study of Izod-like specimens was
carried out by Kalthoff and Podleschny (1992). Mode-mixity was quantified as a function
of time and the applicability of this fracture test to different materials was discussed.
Nakano ef al. (1992) used a precracked disk loaded in a one-point impact apparatus. The
inclination of the center crack with respect to the line of loading determines the degree of
mode-mixity.

Elastodynamic path-independent integrals have been investigated by several authors
[see e.g. Nilsson (1973), Freund and Rice (1974), Gurtin (1976), Bui and Maigre (1988)
and Freund (1990)]. Bui et al (1992) used the H-integral to calculate dynamic stress
intensity factors and applied this approach to the Compact Compression Specimen (CCS).
An example of mode I dynamic fracture toughness determination was given by Rittel e al.
(1992) for a steel CCS with a blunt notch.

However, even though the problem of mode-mixity was mentioned in both papers, it
was not studied per se. Consequently, this paper addresses the issue of mode-mixity and
quantification of the I and Il components generated during the experimental testing of
Compact Compression Specimens. First, we briefly recall some theoretical and experimental
aspects related to the H-integral and CCS (Section 2). Next, we describe our procedure for
mode separation and show numerical results on the path independence of the H-integral
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(Section 3). Finally, we present experimental results about dynamic crack initiation in steel
and PMMA specimens (Section 4).

2 THE H-INTEGRAL AND THE COMPACT COMPRESSION SPECIMEN

F{r} is a path-independent iniegrai which combines experimental and reference dis-
placement fields (respectively u and v) and associated quantities through time convolution
products (Bui and Maigre, 1988 ; Bui er al., 1992). This concept applies to two-dimensional,
linear elastic solids. Two different specific paths can be chosen for the evaluation of H : the
first along the external boundary of the structure, and the second in the vicinity of the
crack-tip

The expression for H(r) evaluated along the boundary § of a structure containing a
crack of length a with applied surface tractions T{u] is given by:

H(t) = % j {T[u] *%{; - a’g‘gv] *u}dS (1a)

(x denotes time convolution product).

In the vicinity of the crack-tip, the general expression of H(r) under plane strain conditions
involves the mode I and mode II stress intensity factors for arbitrary loading:

1—

v : .
Hiz) = 5 (KT x Kiy+ Kiie * Kjig) {1b)

(E and v are Young's modulus and Poisson’s ratio respectively).

Therefore, due to the path-independence of H, focal quantities {stress intensity factors}
that are usually difficult to measure experimentally can be assessed from global information
collected on the boundary of the structure. In pure I or IT mode, the dynamic stress intensity
factor is determined by solving a linear convolution equation of the fype:

Ky Ky = H(r;u,v) i=LIL (2)

Both v and K, are reference data which are determined once and for all for a given set of
experiments. This approach was implemented and validated experimentally using a split
Hopkinson (Kolsky) bar to apply and measure dynamic loads on the interfaces between
the compact Compression Specimen and the bars (Bui et a/., 1992). This specimen is inserted
directly between the bars and does not require additional fixtures (Fig. 1) : crack opening
upon application of compressive loads results from the specimen’s geometry only. The CCS
has a symmetric geometry but loading is not symmetric. Therefore, mode-mixity is likely
to develop and must be characterized. With the terminology of reference and experimental
for the various quantities, (1) now becomes:

| e

CCSs

Striker Incident bar Transmitter bar
-3 1',® ®

. \
Strain gage Interface 1 Inter!face 2

Fig | Compact Compression Specimen inserted in the split Hopkinson (Kolsky) bar apparatus.
Forces and displacements are applied and measured on the interfaces
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(317,,, e urc uex 2|
Ht) = up b= (K "s Ky '+ + Kt ¥ lidr ’ (3)
da

where F., denotes the applied force and . the average displacement at the CCS—bar
interface. This equation is used to separate and guantify the components of the mixed
mode, a3 shown next.

3 MIXED-MODE SEPARATION: THEORY AND NUMERICAL RESULTS

The procedure for mixed-mode separation follows the guidelines presented by Bui
(1983). Equation (3) can be split into pure mode I (4a) and pure mode IT components (4b),
using the superposition principle ;

O 11—

H](T) = rltxp a; 3 E d : (43')
A T Koo

Hy(t) = Fliexp * E;(la L= E Kng® "‘Kuza (4b)

Extracting either of the experimental stress intensity factors necessitates the generation of
a set of references (0ff;,/8a) and K, i = I, I1. The consistency of such a set can be assessed
by checking for path independence of the H-integral. In the sequel, we present numerical
results concerning the CCS but this approach applies to any other two-dimensional sym-
metric cracked structure.

Half a CCS was discretized into triangular and quadrilateral finite elements [total of
3965 nodes—6825 elements, Fig. 2(a)]. The numerical procedure, codes and applied load
were identical to those reported by Bui er /. (1992). Boundary conditions shown in Fig.
2(b) were applied to enforee the selected mode. Crack opening displacements (COD) as a
function of time were determined from the displacements of reference points located at
5.0 x 10" m from the crack tip, and the stress intensity factors were determined accordingly
(Irwin, 1957). The selected material was commercial PMMA for which the mechanical
constants listed in Table 1 were measured in our laboratory Because of the viscosity of
PMMA, we used a transfer modulus rather than Young’s modulus (Wada, 1992). The
former was assessed from the longitudinal wave velocity in this material (Zhao, 1992), with
the assumption that at high deformation rates, the material exhibits a quasi-elastic response
The increment of virtual crack extension was set to da = 5.0 x 10* m (da/w = 7.14 x 1073).
Figure 3 represents typical variations of H with time for each mode, as calculated for a
specimen with a crack to ligament length ratio of a/w = 0.44. For each mode, H was
calculated in the following way:

—once from boundary displacements {eqn (4) left-hand side], applying the same force
to two slightly different crack lengths to obtain (6ff./da).
—once from the corresponding stress intensity factors [eqn (4) right-hand side].

Here, experimental and reference stress intensity factors were purely numerical, cor-
responding to K;(a) and K (a-+ da) respectively, i = 1, II. Moreover, the reference force was
the same for mode I and mode II calculations [F., = Fi, in eqn (4)]. From Fig. 3, an
excellent agreement is noted between boundary and near-tip values. For pure mode I, this
was expected (and verified although not reported) from previous results showing a close fit
between the numerical simulation and the experiment. However, mode I1 is more difficult
to study numerically since it is the minor crack opening mode. The problem of mode 11
characterization was overcome by using a refined mesh [shown in Fig. 2(a)} compared to
the coarser mesh used in pure mode I studies. The present results show that the path-
independence of the H-integral is verified in the numerical model used for the generation
of reference data.
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Fig 2. (a) Discretized half-specimen for F E. calculations (b) Boundary conditions for pure I and
11 modes

Stress intensity factors were calculated from COTD values for two different ratios,
aw = 0.44 and afw = 0.63 (Fig. 4). In both cases, it was observed that a definite mode 11
component develops along with the predominant mode I Yet, the mode II contribution is
much smaller than that of mode I except for very short times. Crack initiation under
dominant mode 1 is further supported by the fact that the expression for the energy release
rate involves the squared value of each stress intensity factor (Freund, 1990).

Table | Mechanicaj constants of PMMA

Transfer modulus Poisson’s ratio Density
{GPa) (kg m™%)

576 0.42 1180
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Fig. 3. PMMA reference specimen {afw = 044): (a) H, and (b) Hy components calculated from
boundary and from local {crack-tip) data. The applied force is shown in dimensionless form.

It should also be noted that the ratio of mode I to mode II components is relatively
insensitive to the afw ratio. This is illustrated in the plot of the mixity parameter (Fig. 5)
defined as .#° = 2/n tan™"' (K;q/Kya) (Shih, 1974). Here, the complex {compact) specimen
geometry and wave propagation pattern preclude a straightforward time normalization
(e.g. by using the longitudinal wave velocity) to establish a comparison with the results of
Kalthoff and Podleschny (1992).

4. EXPERIMENTAL RESULTS

In a previous paper, we reported experimental results on the dynamic fracture of a
notched steel specimen (Rittel ez al., 1992). The apparent mode I fracture toughness was
determined by measuring the time to fracture with a single-wire fracture gage. Following
the above-mentioned procedure, the presence of a mode II component can now be ascer-
tained and its extent quantified. In this experiment, the crack to ligament length ratio was
a/w = 0.52 and the time to fracture was 57 s (with time origin synchronized with the load
pulse on face 1). The whole experiment was simulated by an FEM calculation and COD
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Fig 4 PMMA refesence specimen : caleutated Kp and K) stress intensity factors for afw = 0 44 and
afw = 63

values were extracted. Thus, similarly to the procedure adopted for mode I, the mode II
component was determined by linear deconvolution (experimental data} and from the
calculated COD values. Attention should be paid to the fact that for the mode I, we used
the symmetric part of the recorded interfacial forces [F., in eqn 4(a)]. For the mode Il
calculations, we used the anti-symmetric part [F. in eqn (4b)] (Fig. 6). As shown in Fig.
7, a very good agreement is observed between experimental and calculated values of the
mode 11 stress intensity factors, One remark can be made concerning the numerical model.
A shift of about 10 ps is noticeable between the experimental and the calculated mode I1
results whereas mode I results are well synchronized. This problem may well arise from the
fact that perfect specimen-bar interfaces were assumed (Bui er af,, 1992), with a greater
influence on mode I caiculations. The mode-mixity parameter is plotted in Fig. 8 and it
can be seen that the mode IT component has a negligible contribution by the time fracture
occurs. The values reported here pertain to apparent stress intensity factors since the
specimen contained a blunt notch rather than a sharp crack. These values are reported only
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Fig 6 Decomposition of an arbitrary toading, F,{r) and F,{r}, into symmetric and anti-symmetric
components used for mode I and mode 11 calculations
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to provide an order of magnitude rather than a value of the dynamic fracture toughness of
this material and the specimen (Rittel er al,, 1992).

Next, we report results for a fractured PMMA specimen, with properties listed in Table
i, notch to ligament length ratio of ajw = 0.47 and notch root radius smaller than 2.0 x 107*
m. In this test, fracture was recorded after 108 ps. Testing was carried out in conditions
identical to those used for the previous specimen except for the fact that a longer striker
was used. This resulted in an incident pulse about 350 us long. For this experiment, we used
a single-wire commercial fracture gage (MM model CD 02 15A). Experimental recordings
of the incident pulse (recorded on the incident bar) and the interfacial forces are shown in
Fig. 9. It is worth noting that fracture occurred in a shorter time than that required for a
complete transit of the (incident minus refiected) pulse through the specimen as it reaches
the first (incident bar—-CCS) interface (108 vs 350 ps). Consequently, the first interfacial
force decreases markedly after 108 us. Simultaneously, there is almost no discernible pulse
recorded on the second (CCS—transmitter bar) interface until that time. This indicates that
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Fig. 9. Notched PMMA specimen (afw = 0.47} Incident pulse (arbitrary units) and corresponding
interfacial forces. Fracture occurred after 108 us



Mode-mixity in dynamic fracture initiation 3241

fracture occurred in a purely dynamic fashion due to the specimen’s inertia (as it happens
in one-point bending experiments). A different type of numerical simulation of the exper-
iment was carried out. Rather than simulating the specimen-bars assembly, we used the
finely meshed half CCS to which we applied Fy,,, once and Fiiup once to isolate mode I and
mode II respectively, in the spirit of Fig. 6. Figure 10 shows plots of the stress intensity
factors determined once from the experimental and once from the numetrically generated
data. The two kinds of results are very similar until fracture and mode I is negligible by
that time. It can also be noted that experimental and numerical mode I and mode iT results
are better synchronized, mostly for mode I calculations [compare Figs 7(b) and 10(b)]. This
indicates that when the whole assembly is simulated, the assumption of perfect interfaces can
cause a delay between numerical and experimental mode II results.

Furthermore, the present results also show that for this kind of dynamic fracture
experiment, accurate determination of the time to fracture is very important since this
parameter defines the crack initiation mode.

For this specimen, fracture toughness was found to be 3.79 MPa\/rH at a loading rate
of K = 1.15E05 MPa\/a 57! (defined as the dynamic fracture toughness divided by the
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Fig 10. Notched PMMA specimen. Experimentally (linear deconvolution) and numericatly (FEM)
determined (2) mode [, (b) mode 1 stress ilensity factors and (c) mixity parameter. Results arc
not valid past fracture time (108 pus)
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time to fracture). Here, the use of a notch rather than a sharp crack is not deemed to alter
significantly the fracture toughness of this relatively brittle material. Indeed, our result
agrees satisfactorily (at least to a first extent due to the limited sample size) with the results
of Wada (1992) and Wada er al. (1992) who measured a value of 3.68 MPa\/x?a at
K = 9.0E04 MPa\/r_n_ s~! using one point bend fracture tests of notched bars. Unfor-
tunately, mode mixity was not addressed in this study though one can reasonably assume
a dominant mode I since both the specimen geometry and the applied loads are symmetric.

It must be emphasized that numerical simulations of the experiment {using either the
whole assembly or the half CCS with appropriate {orces) are not required to determine the
evolution of the stress intensity factors. Although they provide an excellent estimate of the
interfacial velocities and stress intensity factors, the only purpose of these simulations is to
enable a comparison between a simple numerical model and actual experimental results.
By contrast, the main advantage of the present method is that a large volume of experimental
results can be readily analysed using the linear deconvolution procedure without performing
one FE calculation per specimen.

Finally, we have not attempted to “‘optimize” the shape or gize of the CCS as mixed
mode can neither be avoided simply nor can it be controlled beforehand. Rather, the present
work is aimed at identifying and quantifying each mode component for a better analysis
of experimental results.

5 CONCLUDING REMARKS

Mode-mixity develops in numerous dynamic fracture experiments and this phenom-
enon is difficult to avoid. Nevertheless, its extent can be quantified to provide a better
estimation of experimental results about crack initiation.

The general expression for the H-integral under arbitrary loading has been decomposed
into pure I and II modes. Path independence of the H-integral has been verified numerically
both for mode 1 and mode 11 in the case of the CCS. This verifies by the same token
consistency between boundary displacements and the corresponding stress intensity factors
used as a set of references to determine the experimental stress intensity factor by linear
deconvolution.

Mode I and IT stress intensity factors have been determined numerically and compared
for the reference CCS. It was observed that mode I rapidly becomes the predominant crack
opening mode past a short period of mode-mixity. The same trend was also observed by
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Kalthoff er al. (1992} for Izod-like specimens. Consequently, the crack initiation mode can
be clearly defined provided accurate measurement of the time to [racture.

The degree of mode mixity was found to be relatively constant for two different crack
to ligament length ratios (0.44 and 0.63).

Mixed mode components have been quantified for two sample experiments, one on a
steel specimen and the other on a PMMA specimen. In both cases, mode T was observed to
be the predominant crack initiation mode with a minor mode 11 contribution Experimental
results for the dynamic fracture toughness of PMMA are in good agreement with other
published results using a different approach.
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APPENDIX
Following one reviewer's suggestion it scems desirable to clarify the relation between the H-integral, the

concept of dynamic weight functions and other elastodynamic integrals An expression for K(r) which involves
transient weight functions  and load p can be found, e g in Freund's eqe {5 7 1) (1990):

(1) = J‘ j hxy, t—13p(ay, thday do (AD)
G i

It can be shown that this expression can be related to the H-integral
To this efTect suppose that in eqn (2} the reference field v can be found such as Ky = 8(¢) (Dirac function)
Using the property of convolwtion products eqn (2) writes now:

Kied = KWr) = Hit;uvy) @=L (A2)

In this case the dynamic weight function can be identified from eqn (1a) as:
SAS 30:23-F
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_{av 4TI
h= (55 o ) (A3)

Next, as previously remarked (Bui ef al, 1992} it should be noted that the (actual) experimental field uis avaitable
for a finite time interval [0, £.,,] oaly. The convolution products in eqns (1)~(3) are thus strictly defined for ze {0,
1} For practical applications, this precludes us from using Laplace transforms ol the relevant fictds which would
thus need to be defined over an infinite time interval In this respect, the derivation of the A-integral by the adjoint
field theory differs slightly from other path-independent integrals




